Building Allan Block Walls
For over fifteen years, Allan Block has been helping landscape and construction professionals build
better walls. With millions of square feet of Allan Block in the ground, we can deliver the quality and performance you need. Our wide range of products allows you to be creative, efficient, and
confident on every job. Thank you for using Allan Block.
Robert Allan Gravier

Civil Engineer, Landscape Contractor, Inventor of the Allan Block

This installation guide has been put together to
assist in the proper techniques required to build
quality walls. The book covers the basics of wall
construction, and contains many of the details
encountered in site work. Look to our web site
www.allanblock.com or the local wall design engineer for information not included in this book.
Building structurally sound walls requires a high
level of care and expertise. This manual is for construction of heavy duty professional retaining walls.
Begin with a thorough review of the site, and be sure
to engage a local engineer in the final design.
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Product Specifications
The Allan Block Collections offer a variety of sizes, weights, setbacks and finishes to meet differing aesthetic and performance needs. Refer to the chart below or to our web site - www.allanblock.com, to help make the right choice for
your project.

The AB Collection

The Ashlar Collection

The Europa Collection
Classic
Cut Stone

Style &
Performance

Old World
Antique

Table 1
Style & Performance

Name

AB Stones

Setback

12°

Coverage

Weight

Approximate Dimensions

1 sq ft. approx.

75 lbs

8 in. H x 12 in. D x 18 in. L

34 kg

200mm H x 300mm D x 455mm L

75 lbs

8 in. H x 12 in. D x 18 in. L

34 kg

200mm H x 300mm D x 455mm L

75 lbs

8 in. H x 12 in. D x 18 in. L

34 kg

200mm H x 300mm D x 455mm L

AB Classic

COLLECTION

AB

THE

11 blk per m2

AB Three
AB Rocks
Name

Classic

1 sq ft. approx.

6°
Setback

6°

1 sq ft. approx.

75 lbs

8 in. H x 12 in. D x 18 in. L

11 blk per m2

34 kg

200mm H x 300mm D x 455mm L

Coverage

Weight

Approximate Dimensions

1 sq ft. approx.

75 lbs

8 in. H x 12 in. D x 18 in. L

34 kg

200mm H x 300mm D x 455mm L

11 blk per m2

Jumbo Junior

6°

0.5 sq ft. approx. 35 lbs
22 blk per m2

Lite Stone

Old World Antique

Name

Dover

6°
Setback

6°

Palermo

6°

Weight

Approximate Dimensions

1 sq ft. approx.

80 lbs

8 in. H x 10.5 in. D x 18 in. L

36 kg

200mm H x 265mm D x 455mm L

0.5 sq ft. approx. 35 lbs
16 kg

0.5 sq ft. approx. 40 lbs
23 blk per m

6°

4 in. H x 12 in. D x 18 in. L

Coverage

18 kg

2

Bordeaux

200mm H x 240mm D x 230mm L

16 kg

22 blk per m

6°

8 in. H x 9.5 in. D x 9 in. L

22 blk per m2

2

Barcelona

16 kg

0.5 sq ft. approx. 35 lbs

12 blk per m2

COLLECTION

EUROPA

3°

11 blk per m2

COLLECTION

ASHLAR

THE

1 sq ft. approx.
11 blk per m2

Classic Cut Stone

THE

6°

0.25 sq ft. approx. 20 lbs
45 blk per m

2

9 kg

100mm H x 300mm D x 455mm L

8 in. H x 9.5 in. D x 9 in. L
200mm H x 240mm D x 230mm L

4 in. H x 10.5 in. D x 18 in. L
100mm H x 265mm D x 455mm L

4 in. H x 10.5 in. D x 9 in. L
100mm H x 265mm D x 230mm L

Actual dimensions, weights and setbacks will vary by manufacturer. Check with your local AB dealer for exact
specifications and color availability.
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Before Installation Begins
Plan and Design Before You Build
This manual provides professional retaining wall contractors with overall guidelines for installing Allan Block retaining walls. All
commercial and large-scale residential retaining walls require engineering provided by a qualified local engineer. While this
manual provides general guidelines, installation contractors should refer to the construction drawings provided by a local
engineer for final specifications. For additional information on designing Allan Block retaining walls, see the AB Spec Book.

Before Installation Begins
Review the approved site plan to confirm lot lines, wall
location, length and elevations.
• Confirm the on-site soils. For walls built in clay or poor
soils, work with a local engineer to confirm the wall
design and the required soil reinforcement.
• Call the local utility companies to confirm the location
of underground utilities. Make sure to consider the
reinforced zone location.
• Obtain all necessary building permits. Verify local
building code requirements. An approved plan may
be needed to obtain a building permit for walls
above a certain height, with structures or other walls
above the wall, or in poor soil conditions.
• For wall locations adjacent to property lines at some
point in the future a surcharge may affect the stability of
the structure. Contact the Engineer of Record to ensure
that additional loading has been accounted for.
• Consider drainage and water management to avoid erosion or buildup of water behind the wall
See page 11 for more information on water management.

Gravity Walls

Reinforced Walls

Walls that rely on their own weight and
setback are called gravity walls. Refer
to Table 3 on the following page for
maximum gravity wall heights.

Reinforced walls combine the AB units with soil
reinforcement options such as geogrids or earth anchors.
The most common method uses geogrids.
Geogrid is a manufactured high
strength reinforcement grid material
that comes in rolls of various sizes and
strengths. Grids have more
strength
in the
machine or
Machine or
roll direction.
roll direction.

On-Site Soils
The properties of the soil behind and below the wall must be carefully identified in
the planning stage. Granular soils make better backfill than clays or organic soils.
Sand and gravel will compact better, drain better, and often will need less reinforcement. Soils are typically defined by a friction angle or measurement of the
internal strength of the material. This angle is approximately the natural angle of
repose. Check with a qualified geotechnical engineer to obtain an accurate soil
classification. See page 10 for additional information on backfill soils.

Safety
Remember, safety first! Follow the guidelines for worker and job site safety established by your state’s Department of
Labor. Take special precautions for OSHA requirements, which include maintaining safe slopes. Material Safety Data
Sheets (MSDS) for materials used in construction of Allan Block walls are available from your local manufacturer.
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Does The Wall Need Reinforcement?
Conditions above and behind the wall will determine how high the wall can go before reinforcement is needed.

Setback
The amount the wall leans into the hill is called
“setback”. AB units come in 12°, 6° and 3°
setbacks. Bigger setbacks provide better leverage
and require less reinforcement. For taller walls use
a story pole and level to check for proper setback.
Setbacks increase when walls are built with radii.
Comply with construction tolerances which are
found in the AB Spec Book or approved
construction plans.

Setback
Use the chart below to check
the setback as you build.

Setback

Surcharge

12°

Any added weight above the wall is called a
“surcharge”. Parking lots, swimming pools and
driveways are common surcharges. Light duty
surcharges are designed at 100 psf (5 Kn/m2).
Heavier commercial surcharges (like trucks), run
250 psf (12 Kn/m2) and up. More concentrated line
loads may also be a factor (such as building foundations). Engineering is required in each situation.

Slopes

Slopes Above

Slopes are measured
“run to rise”. A threeto-one slope goes
back 3 ft. (0.9 m) and
up 1 ft. (0.3 m).

Slopes above the
wall add more pressure and will require
more mass to resist
movement.
Engineering is
required.

Global Stability
Global stability is an engineering
analysis of the overall balance of
a slope or hillside. Walls built on
hillsides may affect this balance
and stability. Cuts into a hillside
will steepen the effective slope
and shift the balance of the hill,
thereby reducing stability. Walls
built on top of slopes have the
same effect. Engineering is
required.
What to consider when assessing
global stability:

6°
3°

Slope
Above

10 ft

10.0 in

25.0 in

3
1

1.8 m

15.0 in

2.4 m

20.0 in

3.0 m

254 mm 381mm

508 mm 635 mm

5.0 in

10.0 in

7.50 in

12.5 in

127 mm 191 mm
2.5 in
3.75 in

254 mm 318 mm
5.0 in
6.25 in

64 mm

127 mm 159 mm

95 mm

Slope
Below

Slopes Below
Slopes below the wall
may create an unstable
foundation. Check with
local building codes for
length of bench that
may be required.
Engineering is required.

Table 3

Maximum Wall Heights - AB Gravity Walls
Condition above
retaining wall

Soil
Type

Level

Clay

27°

Silty Sand

32°

Sand/Gravel

36°

Clay

27°

Silty Sand

32°

Sand/Gravel

36°

Clay

27°

Silty Sand

32°

Sand/Gravel

36°

Surcharge
100 psf

• Slopes
• Water

Wall Height
4 ft
6 ft
8 ft

Use the gravity wall chart below to find the maximum height
that can be built before reinforcement is required.

• Surcharges / Tiered Walls
• Soil Properties

AB Setback Chart
1.2 m

Surcharges

Table 2

Slope 3:1

Friction
Angle

1
3

12°

6°

3°

AB Stones from
the AB Collection

Ashlar Collection
Europa Collection
AB Classic from
the AB Collection

3.25 ft
1.0 m
4.50 ft

2.75 ft
0.84 m
3.50 ft

2.50 ft
0.8 m
3.00 ft

1.4 m
5.50 ft
1.7 m

1.1 m
4.00 ft
1.2 m

0.9 m
3.50 ft
1.1 m

1.50 ft
0.5 m
2.00 ft

1.25 ft
0.4 m
1.50 ft

1.00 ft
0.3 m
1.25 ft

0.6 m
2.50 ft
0.8 m

0.5 m
1.75 ft
0.53 m

0.4 m
1.50 ft
0.5 m

2.25 ft
0.7 m
3.75 ft
1.14 m
4.50 ft
1.4 m

2.00 ft
0.6 m
3.00 ft
0.9 m
3.50 ft
1.1 m

1.75 ft
0.53 m
2.75 ft
0.84 m
3.00 ft
0.9 m

AB Three from
the AB Collection

The gravity wall heights shown above do not account for seismic loading.
Check with a local engineer for assistance if you are in a seismic area.
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Getting Ready
Building a reinforced retaining wall requires advanced planning and careful layout at the job site.

Check Your Materials
• Cross check the block delivered for color, style and setback, and confirm it matches the AB unit specified on the
approved plans.
• Cross check the geogrid delivered for strength, weight, roll size, strength direction and manufacturer, and confirm it
matches the grid specified on the engineered plans.

Delivery and Storage
• Lay out a storage area for the block, geogrid reinforcement and wall rock. Store blocks on wood pallets and keep the
geogrid dry, covered and clean.
• Protect the materials from damage or from coming in contact with mud, wet concrete and other contaminating materials. Damaged material should not be incorporated in the project.

Wall Rock

The proper placement of the wall rock serves several purposes:

Wall Rock

• Locks the block and grid together to form a “Rock-Lock”
connection.

• Increases the overall weight of each AB Unit, increasing
structural stability.

• Facilitates the compaction process in and around the
blocks.

• Prevents settlement directly behind the block, which
minimizes additional forces on the grid.

Backfill Soils

• Wall Rock can be used for the base material,
within the AB block cavities and behind the block.
• Wall Rock must be compactible aggregate
ranging in size from 0.25 in. to 1.5 in. (6 mm 38 mm) with no more than 10% passing the #200
sieve with a minimum density of 120 lbs/ft3 (1,923
kg/m3). There needs to be a balanced mix of the
sizes to achieve good compaction.

• On-site soils can be used for backfill around the geogrid
reinforcement only if they meet or exceed the design specifications in the approved plans.
• Heavy expansive clays or organic soils shall not be used in the
reinforced zone.
• Where additional fill is required, the contractor shall submit a
sample to the wall design engineer or the on-site soils engineer for compliance with the approved plans.

Foundation Soil Preparation
• Foundation soil shall be excavated as dimensioned on the plans and compacted to a minimum of 95% of Standard
Proctor prior to placement of the base material.
• Foundation soil shall be examined by the on-site soils engineer to ensure that the actual foundation soil strength meets or
exceeds assumed design strength. Soil not meeting the required properties shall be removed and replaced with acceptable material.

Geogrid Layout
• The geogrid reinforcement design will determine the depth of the
reinforced zone and
the excavation
required. Before construction begins, verify
top of wall (TW) and
bottom of wall (BW)
locations. Check for
buried utilities and other
obstructions in the reinforced zone.
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Wall Elevation - to identify grid locations

Wall Cross Section

Gravity Wall Construction
Building Gravity Walls
Step 1: Site Prep and Excavation
• Remove surface vegetation and organic soils.
• Per the approved plan, excavate base trench a minimum of 24 in. (610 mm)
wide and 12 in. (300 mm) deep.
• Buried block should be a minimum of 6 in. (150 mm). Check plans to see
how much buried block is required.
Gravity Wall Base Course Cross Section.
• Compact and level trench.

Step 2: Install Base Material
• Per the approved plans, place a minimum of 6 in. (150 mm) of wall rock
in the base trench and rake smooth.
• Compact and level base material.
• Site soils engineer should verify that a proper base is established.

Compact
Base
Material
Level

Step 3: Install Base Course
• Begin at the lowest wall elevation. Place AB units on base material,
check and adjust for level and alignment of each unit.
• Drain pipe is required for walls over 4 ft. (1.2 m) tall or are constructed in silty
or clay soils. See approved plans for location and specifications.

Step 4: Install Wall Rock and Backfill Materials
• Fill the AB hollow cores and a minimum of 12 in. (300 mm) behind the wall
with wall rock.
• Use approved soils to backfill behind the wall rock and in front of the
base course.
• Use a plate compactor to consolidate the area behind the block.
Compact in lifts of 8 in. (200 mm) or less.

Install base course, level and compact.

Level

String
Line

Adjust
with a
dead
blow
hammer

Step 5: Install Additional Courses
Level blocks, adjust where needed.
• Remove all excess material from the top surface of AB units. This can be
done when installing the next course of block, by sliding the block into place.
• Stack the next course of blocks so that the vertical seams are
offset from the blocks below by at least 3 in. (75 mm) or 1/4 the
length of the block.
• Check and adjust for level and alignment of each unit and the
Gravity Wall Typical
wall batter as the wall stacks up.
Cross Section
• Fill the block cores and behind with wall rock and place approved
soils as described in Step 4.
• From course 2 and above use a plate compactor to compact
directly on the blocks as well as the area behind the block.
Compact in lifts of 8 in. (200 mm) or less.
• Complete wall to required height. See Page 17 for information on
wall ending options.
• Use 8 in. (200 mm) of impermeable fill on the last lift to finish off wall.
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Reinforced Wall Construction
Step 1: Site Prep and Excavation
Foundation soils at the bottom of the base trench must be firm and solid. If the
soils are made up of heavy clay or wet soils, or the areas have been previously
excavated, remove entire material and replace with granular base,
compacting in 8 in. (200 mm) lifts or less.
• Remove all surface vegetation and organic soils. This material should not
be used as backfill.
• Excavate behind the wall to accommodate the design length of the
geogrid. Refer to the approved plans for exact length.
• Excavate base trench at the wall location. Dig the trench, per the approved
plans, a minimum of 24 in. (610 mm) wide and 6 in. (150 mm) deep plus the
required amount to accommodate the buried block.
• Buried block should be a minimum of 6 in. (150 mm) or 1 in. (25 mm) for each
1 ft. (300 mm) of wall height. See approved plans for exact amount needed.
• Compact and level base trench to 95% of Standard Proctor.

Reinforced Wall Base Course
Cross Section.

Level

Compact
base
material

Step 2: Install Base Material
The base material can be any compactible granular material. Allan Block
recommends a well-graded aggregate, with a balanced mix of grain sizes,
ranging from 0.25 in. to 1.5 in. (6 mm to 38 mm) diameter.
• Per the approved plans, place drain pipe at the back of the trench the
length of the wall. The drain pipe will need to be vented to daylight or to
a storm sewer system. See approved plans for location and specifications.
• Per the approved plan, place a minimum of 6 in. (150 mm) of base
material in the base trench and rake smooth.
• Compact with a mechanical plate compactor.
• Check the entire length for level, and adjust as needed.

Install and compact base material.

Level
String
line

Step 3: Install Base Course
• Begin at the lowest wall elevation.
• Place all units top side up with the raised front lip facing up and forward
on the base material.
• Check and adjust for level and alignment of all AB units. Check block for
level frequently from side-to-side and front-to-back. Verify the proper position of all AB units by examining a string line across the back of the blocks
or by sighting down the back of the raised front lip.
• Make minor adjustments by tapping the AB units with a dead blow hammer or by placing up to 0.5 in. (13 mm) of coarse sand under the units.
• Irregularities in the base course become larger as the wall stacks up.
Careful attention to a straight and level base course will ensure a quality
finished wall.

Stepping Up The Wall Base
Walls built on a sloping grade require a stepped base.
• Begin excavation at the lowest point and dig a level
trench into the slope until it is deep enough to accommodate the base material and one entire block.
• At this point step up the height of one block, and begin
a new section of base trench.
• Continue to step up as needed to top of slope.
• Always bury at least one full unit at each step.
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Install base course.

Adjust with a
dead blow
hammer

Step 4: Install Wall Rock and Backfill Material
• Fill the hollow cores of the base course and 12 in. (300 mm) behind the
block with wall rock. A compactible aggregate ranging in size from 0.25 in.
to 1.5 in. (6 mm to 38 mm) in diameter, and containing less than 10% fines
is recommended.
• Use approved infill soils to backfill behind the wall rock and in front of the
base course.

Step 5: Compact

Wall
rock

Infill
soils

Fill void in
front of
block

Install wall rock.

Compaction of the material behind the block is critical for a quality wall.
• Use a mechanical plate compactor to consolidate the wall rock, then
compact the backfill material immediately behind the block. Compact in
a path parallel to the wall, working from the back of the block to the back
of the backfill material See Page 10 for additional details on compaction.
• Check the base course for level and adjust as necessary.
• All backfill soils must be compacted to a minimum 95% Standard Proctor
(95% of the soil’s maximum density). Use equipment appropriate for the
soil being compacted.
• Remove all excess material from the top surface of all AB units. This prepares
a smooth surface for placement of the next course. This can be done when
installing the next course of block, by sliding the block into place.
• Every course after the first course requires compaction starting on the block.

Step 6: Install Geogrid

Compact
parallel
to wall

Compact wall rock and backfill soils.

Pull back geogrid
and stake in
place

Refer to the plans for placement of grid; this example starts on the base course.
• Cut sections of geogrid to specified lengths. Check manufacturer’s grid
specifications for strength, and roll or machine direction. Refer to the
approved plans for exact size and location.
Set second
• Install the layer of geogrid by placing the cut edge to the back of the
Place cut
course on
raised front lip and roll the layer out to the back of the excavation area.
edge of grid
top of
tight against
The excavation area must be fully compacted and level.
geogrid
front lip
• Stack the next course of block on top of the geogrid, so that the blocks are
offset from the blocks below. Each new course should be positioned so that Install geogrid, stake in place.
the vertical seams are offset by at least 3 in. (75 mm) and are tight against
the front edge of the units below. Perfect running bond is not required.
Continued on next page

Working With Geogrid
Machine or
roll direction

Geogrid typically comes in large rolls up to 13 ft
(4 m) wide and 250 ft (76 m) in length. These
“grids” also come in a variety of weights and
strengths. Taller walls often require heavier
strength grids, especially in the bottom
portions of the wall.
It is critical that the correct grid is installed
in the wall. Check the engineered plans
and specifications.
Most grids are strongest along the roll or machine
direction. Reinforced grid designs require that all
grids are placed with the machine direction running from the face of the wall towards the back
of the excavation area.

Install geogrid with
the machine or roll
direction running
from the block
back into the
reinforced
zone.
Use a pair of
grid stands to
help measure
and cut geogrid
to required
lengths.

Front of wall

Machine or
roll direction

See page 22 for information on using grid with corners and curves.
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Reinforced Wall Construction
Step 6: Install Geogrid - Continued
• Sight down the wall line to check for a straight wall. Blocks may be

Compact in 8 in.
(200 mm) lifts

adjusted slightly to form straight lines or smooth flowing curves.

• Pull on the back of the grid to remove any slack. Stake in place before
installing wall rock and approved infill soils.

Step 7: Backfill and Compact
• Install wall rock in block cores and 12 in. (300 mm) behind wall. Use

Compact in 8 in. (200 mm) lifts.
approved infill soils to backfill behind the wall rock in the reinforced zone.
• All wall rock and infill soils within 3 ft. (0.9 m) of the wall must be properly
compacted using a mechanical plate compactor. Compact in maximum
8 inch lifts (200 mm), this time starting on the block and working in a path
that runs parallel to the block towards the back of the reinforced zone.
Compact all materials to a minimum 95% Standard Proctor.
• Never operate compaction equipment directly on geogrid.
• All heavy equipment must be kept at least 3 feet (0.9 m) from the back of the
Keep heavy
wall. Wall designs typically do not account for surcharges from heavy
equipment
compaction equipment. Even a properly installed and compacted wall will
3 ft. (0.9 m)
from back of
rotate forward when extreme surcharges from heavy equipment are applied
block
to the top of the wall during construction and final grading.
Keep heavy equipment away from the
• Check and adjust for level, alignment and the wall batter as the wall
back of the block.
stacks up. It is acceptable to shim under blocks to compensate for a build up
Sight down
of tolerances or an out of level base condition. Asphalt shingles or geogrid
edge
work well when shims are required. The maximum allowable shim thickness per
course is 1/8 in. (3 mm).
• Remove all excess wall rock and ridges or slag material from the top
surface of all AB units. This prepares a smooth surface for placement of the
Seams at
3 in. (75 mm)
next course. Plate compactors operated on top of the block will remove
minimum
most slag material and prep the block for the next course. When installing Install blocks
offset
tight against
the next course of block, sliding the block into place will also remove any
blocks below
slag material.

Step 8: Install Additional Courses
• Repeat steps 6 & 7 to complete wall to height required, installing
grid where needed per the approved plans.
• Use 8 in. (200 mm) of impermeable fill on the last lift to finish off wall.
• See page 17 for information on ending and topping off the wall.

Reinforced Zone
The reinforced zone is located directly behind the block in two
sections, the consolidation and the compaction zone. Both zones
require compacting in maximum lifts of 8 in. (200 mm), to 95%
Standard Proctor. Refer to the specifications in the approved plan
for compaction requirements in these zones for each project.
Consolidation Zone
The consolidation zone runs from the back of the block back 3 ft.
(0.9 m) into the infill soil. Only mechanical plate compaction equipment shall be allowed within the consolidation zone.
Compaction Zone
The compaction zone runs from the back of the consolidation zone
to the cut in the slope. Heavier compaction equipment can be
used in this zone provided no sudden braking or sharp turning
occurs.
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Install additional courses.
Typical Reinforced Wall Cross Section

Working with Soils
The soils used below and behind the wall are a critical part of the total wall structure.
A reinforced retaining wall is a structure containing three basic building
materials - the block facing, the synthetic geogrid reinforcing materials, and the infill materials surrounding the geogrid layers.

Soils
Understanding the properties and characteristics of soils is key to
building better walls. Different soil types will dictate the amount of
time needed for compaction, the amount of reinforcement
required, and potentially the cost of the wall.
Check the on-site soils carefully before beginning, and get a written
identification of the soil type. A soils report from a local engineer will
be required before a design and/or permit is issued for most walls
above 4 ft. (1.2 m). Table 4 provides general classification of soils.

Table 4
Typical Friction Angle and Soil Unit Weights
Compacted to 95% Standard Proctor
Soil Type

Soil Friction
Angle

Soil Unit
Weight

Crushed stone, gravel

34° +

110 - 135

Clean sands

32 - 34°

100 - 130

Silty sands/sandy silt

28 - 30°

110 - 125

Sandy clay

26 - 28°

100 - 120

Other soils

Soil Selection

Determined by testing

Sand is good. Clay is bad.

If the on-site soils are of a very low quality, you should remove and replace them with better backfill material in the reinforced
zone and the foundation area. The cost of removal will be offset by reduced reinforcement, faster compaction, and better
long-term performance.
In the reinforced zone, the type of soil used will determine the amount of grid reinforcement needed. Heavy clays and
organic soils are both unsuitable in the reinforced zone. Generally, any soil with a friction angle lower than 27° should be
removed and replaced. Soils with friction angles between 27° and 31° will require additional care, and attention to water
management when placed and compacted. This will include extra inspections by an on-site engineer.
You must use infill soils that meet or exceed those specified in the engineered specifications and drawings. Have the soils
tested before placing and compacting.

Compaction

Correct Compaction Process

Proper placement and compaction of the infill soils is critical. Compaction is
often measured as a percentage of optimum consolidation of material being utilized. Foundation and infill soils require compaction to 95% of Standard Proctor, or
95% of the soil's maximum density. Local geotechnical and civil engineers are
trained to test and measure compaction densities. On-site testing should be part
of the wall project and included in the bid documents.
The most important step in getting proper compaction is the placement of the soil
in "lifts". Compacting in lifts, or layers, of less than 8 in. (200 mm) will facilitate quality compaction. Compaction equipment must be sized according to the type of
material being compacted. Placement and compaction in lifts that exceed 8 in.
(200 mm) will result in less than adequate soil strength. Consult with a local equipment supplier to ensure that proper compaction equipment is used. Always
backfill and compact after each course of block is placed.
The consolidation zone runs from the back of the block back 3 ft. (0.9 m) into the
infill soil. Only walk behind mechanical plate compaction equipment shall be
allowed within the consolidation zone. A minimum of two passes with a walk
behind plate compactor are required. Continue compaction process until proper
compaction is achieved, starting on top of the block and compacting in paths
that run parallel with the wall to the back of the consolidation zone.
Some applications require higher levels of compaction in the consolidation zone.
Examples of these include additional walls or structures located within 3 ft (0.9 m)
of the back of the wall.
Higher levels of compaction can be achieved within the consolidation zone by
decreasing the lifts to 4 in. (100 mm) and compacting with walk behind compaction equipment, starting at the wall facing and running in paths that run parallel to the wall. Compacting in smaller
lifts will achieve higher compaction levels and will not place lateral loads on the wall facing. Multiple passes of the compaction equipment will be required. Higher compaction levels reduce settlement over time.
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Water Management
The design and performance of most retaining walls are
based on keeping the reinforced zone relatively dry. To
ensure that wall structures perform, the construction of
the wall and layout of the site must be based on maintaining a soil moisture content that is relatively low.
Relatively low equates to the moisture content required
to achieve desired compaction.
Site civil engineering firms utilize a thorough understanding of the site to determine where water will
come from and how it will be properly managed.
Throughout their design process, sources of water are
taken into account to handle above and below
grade concentrations of water.
Contractors must understand the intent of the
approved site plans and what will be required to protect the area impacted by the wall construction.
Temporary berms may be required to direct water
away from construction sites.
Allan Block walls may be designed with an array of
details to ensure that the wall and reinforced soil
structure remain free of excess moisture. Basic design
details mandate toe drains for all walls over 4 ft. (1.2
m) in height or with slopes or other structures above
the wall. Once geogrid is introduced into the design,
heel drains are also incorporated. In all cases wall
rock is located within the cores of the block and a
minimum of 12 in. (300 mm) behind the block. These
three details are designed to remove incidental
water within their respective locations and are not
meant as primary drainage paths for above or below
grade water management. Refer to your approved
plans or the AB Spec Book for specific information on
these items.

Typical Drain

Drains must be vented to daylight or connected
to a storm sewer system.
All drain pipes must be protected from migration
of fine material. Refer to approved plans for
construction details.

See page 25 for a cross section drawing of this drain.
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Grading
During wall layout it is important to evaluate the entire site to determine if water will drain into the area where the walls will
be constructed. Since walls are often built before the site is completely graded to its final configuration, temporary grading must be in place to ensure water will not be draining towards the construction area. Contact the local engineer of
record and the site civil engineer for directions prior to proceeding with construction of the wall.

Ground Water
Ground water can be defined as water that occurs within the
soil. Sources include surface infiltration, water table fluctuation
and layers of permeable soils . Ground water movement must
be prevented from coming in contact with the retaining wall
structure, including the reinforced soil mass.

Chimney Drain

Construction details to prevent subsurface water from coming
in contact with the retaining wall structure should be defined
on the approved plans. Use blanket and chimney drains to
intercept ground water from potentially infiltrating the reinforced mass. When ground water is encountered during construction confer with the engineer of record to ensure that the
water has been accounted for in the design.

Blanket Drain

Extra care must be employed to prevent water from entering the reinforced zone when non-permeable draining soils
are used in wall construction.
Drain pipes used in toe or heel drain applications must be
properly vented a minimum of every 50 ft (15 m). Methods
to accomplish this include having drain pipes draining into
the storm sewer system or vented to a lower elevation on
the site. See approved plans for locations.
When venting to a lower elevation, it is important that all
drain locations are properly marked during the construction phase and protected during and after the completion
of the project to ensure that the drain pipe is not damaged or plugged. Rodent screens and concrete collars
are examples of details employed to allow for water to
flow through the outlet pipes and keep the pathway clear
of debris. If details are not identified on the plans, request
guidance from the local engineer or the site civil engineer.

Vent Drain Pipe Option

Concentrated Water Sources
Prior to constructing the wall, review drainage plans and
details with the general contractor or site civil engineer to
identify all potential sources of concentrated water.
Examples that must be accounted for are:

• Below grade storm sewer pipes
• Water lines, mains or fire hydrants
• Grading of site
• Parking lots
• Catch basin to storm sewer system
• Roof down spouts
• Slopes above walls
12

Building Patterned Walls
Patterned walls resemble hand-laid stone walls, and like these old-world structures, they require a certain level of detail
and craftsmanship to construct. Some custom fitting of blocks will be required. Plan on taking a little extra time to build
patterned walls, particularly when building one for the first time.
Allan Block offers two block collections to create patterned walls.

The Europa Collection

The Ashlar Collection
AB Classic

AB Jumbo
Junior

AB Lite Stone

AB Half Lite*

Dover

Palermo

Barcelona

Bordeaux

Abbey
Blend

Ashlar
Blend

Abbey Blend

Ashlar Blend

Wall Patterns
Both the Ashlar and Europa Collections can be used to create a variety of pre-set and random patterns. A pre-set pattern is
repeated every two or three courses of block. A single course consists of a full size block, approx 8 in. (200 mm) tall.
Random patterns used on a reinforced wall require a level surface every 2 or 3 courses for proper installation of geogrid.
See the approved plans for which layers the geogrid reinforcement will be required. Patterned walls will have a 6° setback.
Note: Walls with curves should always use the 2 course pattern to minimize cutting and fitting.

Standard Patterns - Uses all blocks in the collections
Two Course Pattern

10 ft.

(3 m) Approx.

16 in.

(405 mm)
Approx.

Three Course Pattern

10 ft.

(3 m) Approx.

24 in.

Ashlar Collection
Blocks Required
6 AB Classic
4 AB Jumbo Junior
8 AB Lite Stone
8 AB Half Lite*

Europa Collection
Blocks Required

Ashlar Collection
Blocks Required

Europa Collection
Blocks Required

10
10
10
4

(610 mm)
Approx.

AB Classic
AB Jumbo Junior
AB Lite Stone
AB Half Lite*

6
4
8
8

10
10
10
4

Dover
Palermo
Barcelona
Bordeaux

Dover
Palermo
Barcelona
Bordeaux

* Note: In the Ashlar Collection, the AB Half Lites are created by cutting an AB Lite Stone in half. See page 16 for cutting information.

Lite Patterns - Uses only the smaller blocks in the collections
Two Course Pattern

10 ft.

(3 m) Approx.

16 in.

(405 mm)
Approx.

Three Course Pattern

10 ft.

(3 m) Approx.

24 in.

(610 mm)
Approx.

Note: Maximum recommended wall height for Lite Patterns is 3 ft. (0.9 m).
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Ashlar Collection
Blocks Required
7 AB Jumbo Junior
15 AB Lite Stone
12 AB Half Lite*

Europa Collection
Blocks Required

Ashlar Collection
Blocks Required

Europa Collection
Blocks Required

14 AB Jumbo Junior
19 AB Lite Stone
18 AB Half Lite*

7 Palermo
15 Barcelona
12 Bordeaux

14 Palermo
19 Barcelona
18 Bordeaux

Patterned Wall Installation
Step 1: Excavate and Install Base Course
Refer to page 7 for a detailed description on how to install the base course.
Basic steps include: 1) Site prep and excavation, 2) Install base material,
3) Install base course 4) Install wall rock and backfill materials, and
5) Compact.
NOTE: The base course should always use a full course of full-sized blocks. This
will speed the leveling and installation of the first course.

Install base
course with full
size units and
compact

Step 2: Install Geogrid
Refer to the plans for placement of grid; this example requires grid on top of
the first course.

• Remove all excess material and slag from the top surface of the base

•
•

Install and compact base course.

course. This prepares a smooth surface for placement of the geogrid and the
next course of blocks. This can be done when installing the next course of
block, by sliding the block into place.
Cut sections of geogrid to specified lengths. Check manufacturer’s grid
specifications for strength and roll or machine direction. Refer to the
approved plans for exact size and location.
Install the layer of geogrid by placing the cut edge up to the back of the
raised front lip and roll the layer out to the back of the excavation area to
the length specified in the approved plans.

Install
Geogrid

Step 3: Install the Multiple-Course Pattern

The example shown here uses a 2 course pattern. Check the approved plans to Install geogrid
determine the best pattern option for the project. See page 13 for more information on patterns.

• Stack the first course of the pattern on top of the geogrid and the base course.
• Check blocks for level, and make adjustments as needed. Pull on the back

Stake grid in
place

of the geogrid to remove any slack. Stake geogrid in place.

• Install wall rock in the block cores and 12 in. (300 mm) behind the blocks.
Compact using a shovel handle inside the cores. Check blocks for level.
See below for more information on compaction in the block cores.

First
course of
the pattern

Backfill and compact.

Compaction on Patterned Walls

Typical Reinforced Patterned Wall

Compaction in the block cores
needs to be done regularly when
working with patterned walls. This
can be done by using the end of a
shovel to compact the wall rock,
adding additional rock if necessary.
At each 8 in. (200 mm) lift, compact
the block cores with the end of a
shovel, and the area directly behind the block with a plate
compactor per the procedures described in this manual.
At the conclusion of each pattern, the top of the wall will be level.
Run the plate compactor over the top of the blocks to consolidate
the wall rock. Place grid if required, and begin the next pattern.
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Patterned Wall Installation
• Use approved infill soils to backfill behind the wall rock in the reinforced

zone. The height of the wall rock and backfill material cannot exceed 8 in.
(200 mm) before compacting. The top of the blocks will not always match
up with each lift of soil. Check blocks for level.

• Using a mechanical plate compactor, compact the wall rock and infill

materials behind the wall in maximum 8 in. (200 mm) lifts. Compact
immediately behind the wall in a path parallel to the wall, working from the
back of the wall to the back of the excavated area. Compact to a
minimum of 95% Standard Proctor.

Compact wall
rock and backfill
materials parallel
to wall

• Install the remainder of the 2 course pattern. Install wall rock in the block

cores and behind the blocks as before. Use approved infill soils to backfill
behind wall rock. Check blocks for level and for batter.

• With the first multiple-course pattern completed, use a plate compactor to

Compact wall and behind the wall.

compact the wall rock in the block cores and the wall rock behind the
blocks. The first pass of the plate compactor should be directly over the
top of the block cores.

• After running the plate compactor on top of the blocks and wall rock,

compact the infill material immediately behind the wall. Compact in a
path parallel to the wall, working from the front of the wall to the back of
the infill material. Compact to a minimum of 95% Standard Proctor. Check
blocks for level and for batter.

Compact on
blocks first and
then the wall rock
and backfill material when pattern
completed

Step 4: Install The Second Multiple-Course Pattern
Refer to the approved plans to determine if geogrid reinforcement will be
required on the next course of the pattern being used.

Complete pattern and compact.

• Repeat Step 2 to install geogrid between the patterns when required per
the approved plans.

• Repeat Step 3 for each pattern being installed. Each additional pattern
will need to be offset from the pattern below to avoid a repetitive look.

NOTE: Keep all heavy equipment at least 3 feet (0.9 m) away from the back
of the wall.

Offset
patterns
Multicourse
patterns

Step 5: Ending and Topping off Wall
Completing a patterned wall is the same as for a standard wall. See page 17 for
finishing details. The only requirement is that a multiple course pattern must be
completed so that the top course of the blocks forms a level surface.
• Use 8 in. (200 mm) of impermeable fill on the last lift to finish off wall.

Dash of Ashlar
The Allan Block Ashlar and Europa Collections have been
created in modular sizes to allow for easy construction of
patterned walls. Selected areas of non patterned walls
can also contain patterns. With the modular design, the
blocks can be installed with ease.
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Install geogrid and additional patterns.

Patterned Wall Construction Tips
Reinforced Wall Construction
• For walls that require geogrid reinforcement, selection of which pattern to use is determined by the grid spacing shown
on the approved plans. If grid is required every 2 courses, then use a 2 course pattern; if 3 course grid spacing is required,
use a 3 course pattern.
• If building with a random pattern, the pattern must be leveled off at the appropriate courses to allow for the installation
of geogrid on a flat surface.

Ending Patterned Walls

Ending Patterned Walls

Patterned walls may be ended with step ups or turn-ins. When
ending a patterned wall, discontinue the pattern and randomly
adjust as necessary to meet the site conditions. See page 17
for more information on ending walls.

Curves
When building curves, the 2 course pattern is easier to work with than the 3 course pattern. The 3 course pattern will
require more custom fitting or cutting of blocks to ensure a tight fit.
Inside curved walls are easily constructed by maintaining a tight spacing at the front of the wall face. For tighter radii, it
may be necessary to cut out parts of the bottom notch in order for the blocks to fit tightly together. See page 19.
Outside curved walls The wall will “tighten” as the height increases. There are three methods to adjust for the tightening effect:
• On the first course of the pattern, open the spacing between blocks slightly so that the top course(s) of the pattern will
need minimal cutting.
• Reduce the lengths of the blocks by shortening them, using a saw with a diamond blade.
• Remove parts of the bottom notch for the blocks to fit tightly together. See page 19.
• The best answer is to always use the 2 course pattern when building curves.

Corners
Outside corners are easily built using AB Corner Blocks.
• Start at the corner and build the wall working out in both directions.
• When ending a patterned wall with a corner, use a random
selection of blocks to transition from the patterned courses into
the corner blocks.
Note: Always start the base course at the lowest elevation, then
beginning additional courses at the corner will minimize cutting.

Patterned Walls With Corners
Corner
blocks

Random pattern
2 course pattern

Grade

Inside corners are constructed in the same manner as for nonpatterned walls.
• Remove the top lip of the course where the walls intersect. See page 21.

2 course pattern
Below grade
Patterned Walls With Stairs

Stairs
When building steps into patterned walls, use the full-sized AB blocks for step blocks.
See page 23 for step construction details.

Step-ups
When building a wall always start the base course at the lowest elevation.
See page 7 for more information on construction.

Additional Construction Tips

Cutting A
Block In Half

• When building an Ashlar Blend wall, AB Lite Stones must be cut to produce 2 AB Half
Lites. Pre-cut the desired number of blocks to help speed installation.
• Offset each new pattern from the pattern below to maintain the “random” appearance.
• With walls that have numerous inside and outside curves, use a 2 course pattern to
ease the installation process.
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Finishing Walls
Finishing Options
Ending and Topping Off Walls
Allan Block offers a great variety of finishing options for the wall.
Mulches: Allan Block’s patented raised front lip provides a built-in edging
for landscape rock, mulch, grass or soil.
AB Capstones: AB Capstones can be used to finish off the top of a wall. Use
a high grade, waterproof construction adhesive to secure
AB Capstones in place.
See www.allanblock.com for information on cutting AB Capstones for curves
or corners.

Mulch

Building Step Ups
Walls with step ups can be easily finished by adding an additional capstone
or a half high block, or turning the ends back into the hillside. For tips with
patterned wall step ups. See page 16.
For a gradual step-up, use additional capstones or half-high blocks.

AB Capstones

For a full course step-up, use the AB Corner block.

AB Capstones with step ups
Excavate, backfill
and compact for
turn-in

Install blocks
and compact
turn-in

Flowing turn-in of wall

For a graceful, flowing end
to the wall, curve the wall
to create a plantable area
that can soften the look of
the wall.
When building a turn-in, a
base trench will need to be
excavated, backfilled and
compacted, the same as
the base course of blocks.

Building Turn-Ins
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Building Turn-Ins

Proper backfilling and
compaction is important,
where the wall turns back
into the slope. To ensure the
turn-in area doesn’t settle
differently than the rest of
the wall, make sure the entire
area below the new base is
compacted thoroughly.

For a step-down that doubles as a planter, turn the
wall in 2 or 3 blocks after the AB Corner block.

For a natural flow into the landscape, curve
the wall back into the hillside.

Applications

Terraces

Terraces

D

It is often more aesthetically pleasing to replace
one large retaining wall
with two or more smaller
terraced walls. Terraced
walls can act as surcharges and may create
global instability, whereas
reinforcement may be
necessary. Always check
with a local qualified engineer when building terraces.
Walls perform independently and may not need engineering when the distance
between gravity walls is at least two times the height of the lower wall, and the
height of the upper wall is equal to or less than the height of the lower wall.
Walls that must be evaluated by an engineer are any walls needing geogrid reinforcement, walls closer than two times the
height of the lower wall, walls with more than two terraces and terraced walls with any structures above.
Terraced walls that do not perform independently must also be evaluated for global stability, and the lower walls must be
designed to resist the load of the upper walls.

Water Application

Water Applications
Retaining walls constructed in
conditions where there is moving
water (streams), standing water
with wave action (lakes), or retention ponds are considered water
applications.
Water applications must be evaluated and designed to fit the
unique characteristics of the site.
Consult with a local qualified engineer for design assistance.

Fences/Guide-Rails
There are several options for installing fences and guide rails on top of an
Allan Block wall. The structure and wind loads of the materials used will
determine the placement of the fence relative to the AB wall and if additional reinforcement is required. Refer to the approved plans for construction details.

Lighting
Allan Block’s hollow core design makes it easy to install lighting. Cut a
hole in the location where the light will be to accommodate the wiring
and attachment of the light to wall face. Carefully follow the manufacturer’s instructions for lighting and electrical installation, as various
fixtures may be assembled differently.
18

Construction Details
Curves
Building curved and serpentine walls is simple. AB's
patented design allows for easy installation of both inside
and outside curves. Most curves can be built with no
cutting involved.
• Try to maintain an offset of the vertical seams by at least
¼ of the block length from the courses below. Cutting a
block in half or using the half width blocks, will assist in
creating a proper offset.
• Before beginning construction, review the plans and layout
the wall to eliminate tight radii. More gentle sweeping curves
produce more aesthetically pleasing walls.
• Use blocks with lower setbacks or half width blocks on curves for
smoother transitions.

Consistent
spacing

Inside
Curve
Outside
Curve

Remove wings
for outside
curves

Keep the
front of the
block tight
together.

Inside Curves
• To build a flowing inside curve, butt the block end to end to match the smooth curve

required on the project. Try to keep spacing consistent between the backs of the blocks.

Outside Curves
• To build smooth outside curves, remove one or both of the "wings" from the back of the blocks and tighten the radius of
the curve. Break wings off by tapping on the back of the wing to obtain a clean break.

Tighter Curves
• Using full size blocks in tight

curves will create a gap
between the courses. For
cleaner lines, it may be
necessary to remove parts of
the bottom notch to fit the
blocks closer together.

Cutting The Bottom Notch
For Tighter Inside Curves

Area of notch
to remove on
bottom of block

Cutting The Bottom Notch For
Tighter Outside Curves

Area of notch to
remove on bottom
of block

Working With Curves and Geogrid - Inside Curves
Geogrid needs to have 100% coverage around an inside curve. To achieve
this, additional layers need to be installed either above or below the
course where the grid is required to fill voids that are created.
• Cut geogrid to required lengths per the approved plan.
• Lay out the primary geogrid around the curve
butting front edges together. Make sure strength
direction runs perpendicular to wall face.
Mark the blocks or take note of the areas
where there are voids in the grid placement.
• Place the filler piece of grid on the next
course (or the course below) to cover
Trim grid
Mark
to fit curve
Top View
the void left on the primary layer.
blocks
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Additional grid layer placed
on next course to eliminate
gaps from course below

Primary layer

Working with Radii
• Refer to Table 5 to confirm that the AB product you are using will accommodate the desired wall radius.
• The tightest or smallest radius at the top of any AB wall using full size block is 4 ft. (1.2 m), and 2.5 ft. (0.8 m) using the half
width blocks. The final height of the wall will determine what the
minimum radius at the base course must be. The wall creates a
coning effect as it is stacked up, creating the need for a larger
radius at the base course. Use the Radius Chart to determine what
the radius of the base course of the wall needs to be, so the top
course of the wall will not be less than 4 ft. (1.2 m).

Radius for an outside radius
on a 4 ft tall 6° wall
Center
Stake
Top course radius
4.0 ft (1.2 m)

Starting a Radius

From the point of where the curve will start, measure straight
back from the wall the required amount (shown in the Radius
Chart) and drive a stake into
the ground. This will be the
center of the curve. Attach a
string line to the stake the
length of the radius and
rotate it around to mark the
location of the base course.
Install the blocks with the front
of the blocks lining up with
the mark.
• To transition the curve back into a straight wall or another curve,
lay out the curve and the first couple blocks of the next section.
Adjusting 1 or 2 of the blocks will help in the transition of the
next section of wall.

Bottom course radius
5.1 ft (1.6 m)

Table 5

AB Radius Chart for Base Course

Setback

Wall Height

4 ft

1.2 m

3°
full size

6 ft

1.8 m

8 ft

2.4 m

10 ft

3.0 m

4.7 ft

5.0 ft

5.3 ft

5.6 ft

1.43 m

1.52 m

1.6 m

1.7 m

6°

5.1 ft

5.5 ft

5.9 ft

6.3 ft

full size

1.6 m

1.7 m

1.8 m

1.9 m

12°

5.5 ft

6.0 ft

6.5 ft

7.0 ft

1.7 m

1.8 m

2.0 m

2.1 m

full size

3 ft

0.9 m

6°
half width

5 ft

1.5 m

7 ft

2.1 m

3.4 ft

4.2 ft

4.9 ft

1.0 m

1.3 m

1.49 m

Use this chart to find the minimum
recommended radius at base of wall.

For a smooth curve with less cutting, use our half
width blocks to help build the curve.

Working With Curves and Geogrid - Outside Curves
• Cut geogrid to required lengths per the
approved plans.
• Lay out the geogrid around the curve.
• Lift the section of grid that overlaps and
place the fill material to separate. Grid
layers need to be separated by a 3 in.
(75 mm) layer of approved fill material.
• Never compact directly on the geogrid.

Grid layers need to be separated by a 3 in.
(75 mm) layer of approved fill. Lift the area
of grid up and place in the fill material to
separate the layers

Place soil
between
the layers

Trim grid
to fit curve
Top View
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Construction Details
Corners

Step 1

Step 2

Inside Corners

AB units are easily modified to build inside corners.
To construct an inside corner, you will remove part of the raised
lip on one block on each course.

Remove part of
front lip so next
course will seat
properly

• Use a saw with a diamond blade or a chisel to remove half of the

raised front lip. This allows the next course to be installed on a level
surface (Step 1).
• Lay the modified block perpendicular to
another AB unit. This creates the corner
Remove notch to
form corner
(STEP 1).
• On the next course, remove the opposite
half of the lip of an AB unit and position it
over the right angle corner (STEP 2).
• On each successive course, simply
reverse the position of the modified block
to obtain an interlocked corner.

Area of
front lip
removed

Blocks with
part of lip
removed

Outside Corners

AB Corner Blocks are used to build outside 90° corners. To construct an outside
corner, you will use an AB Corner Blocks on every course, alternating a right and
left hand corner for each course.

• Start construction of all walls at

3 in. (76 mm)

minimum overlap
the corner. This will keep the
block alignment within the 3 in.
(76 mm) overlap required.
• Place an AB Corner Block at the
corner. Place regular AB units
on the base course working out
from the corner in both
directions (Step 1). Level, backfill and compact.
• On the 2nd course place an alternating corner block. Again work out from
the corner in both directions. Level, backfill and compact (Step 2).
• Repeat this procedure, alternating every other course with AB Corner Blocks.
Leveling, backfilling and compacting as the wall grows (Step 3).

Step 1

Step 2

Altering Corner Blocks for Different Setbacks

AB Corner Blocks are manufactured with a 12° setback. With some minor
adjustments, the blocks can be modified to work with any setback. To modify
the block for a 6° setback, cut a notch on the short side of the block 0.75 in.
(19 mm) deep.

For a 6° setback, make
a horizontal cut 0.75 in.
(19 mm) deep

Remove this
piece after
cut is made
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Step 3

Ensure base is
level going both
directions

Installing Geogrid on Inside 90° Corners

On inside corners additional geogrid is required to extend past
the end of the wall 25% of the completed wall height (H/4).
• Cut geogrid to required lengths per the approved plan. As a
general rule the length of the geogrid needs to extend a
minimum of 25% of the wall height past the end of the inside
corner.
• Install the layer of geogrid with the geogrid extending past
the inside corner.
• Alternate the next layer of geogrid to extend the past the
inside corner in the opposite direction.
EXAMPLE:
Finished wall height is 12 ft. (3.7 m), divide by 4
which equals 3 ft. (0.9 m).
The length the grid will need to extend past the corner
is 3 ft. (0.9 m).

Installing Geogrid on Outside 90° Corners

Geogrid with Inside 90° Corners
Location of 1st
required layer of
geogrid

e or
chin ion
Mall direct
ro

The length of geogrid
that extends past the
wall, 25% of the
entire wall height
(H/4)
Location of 2nd
required layer of
geogrid

M
roll ach
dir ine
ect or
ion

Geogrid with Outside 90° Corners

Each leg of the wall must be reinforced independent of
adjacent wall sections. This will require placement of grid to go
up or down a course at the corner.

Location and direction
of 1st required layer of
geogrid

• Cut geogrid to required lengths per the approved plans.
• Install geogrid to the outside corner with the roll direction
running back into the excavated site.
• On the next course of block, lay the next layer of grid
perpendicular to the previous layer.

e or
chin tion
Mall direc
ro

M
rol ach
l d ine
irec o
tion r

Location and direction
of 2nd required layer
of geogrid
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Construction Details
Basic Stair Construction
Always check local code requirements before building any type of stair
application. The steps below are general guidelines for building stairways. By understanding the basic installation elements, stairways can
be easily incorporated into the wall installation.
• Before excavation can begin, the rise and run of the stair treads must
be determined and code requirements must be met. With that information, the entire base trench can then be excavated. Some
examples of different stair tread options are illustrated below.
Our example here uses a base trench of 6 in. (150 mm) and a stair
tread of AB Capstones and pavers.

Excavate for stairs
and compact.

Install and level blocks
on base material.

• Excavate to the necessary depth and width for each stair riser and
thoroughly compact the entire area to 95% Standard Proctor with a
mechanical plate compactor.
• Check for level.
• Starting at the first step, fill the base trench with 6 in. (150 mm) of wall
rock. Rake smooth.
• Compact and check for level. Stairs need extra compaction to
avoid any settling later. Better compaction is achieved by backfilling and compacting in 4 in. lifts (100 mm) or less when able.

Backfill block cores and
behind block with wall
rock. Compact.

• Install blocks on the base material. Allow for a space of at least 6 in.
(150 mm) behind the blocks for wall rock.
• Adjust for level and alignment of each block as it’s installed.
• Install wall rock in the block cores, fill any space in front of and
behind the block. When backfilling behind the blocks, fill the entire
area that was earlier excavated to create the base for the next stair
riser. This should produce a level base for the next set of risers. We
recommend backfilling and compacting behind the block in 4 in. lifts
(100 mm) to achieve better compaction when able.
• Rake wall rock smooth and compact with the first pass of the compactor directly on the tops of the block and then working in a path
that runs parallel to the block. Compact to 95% Standard Proctor.
• Repeat this process for each additional course of steps needed.

Install next
stair course.

Continue for each new stair.

Stair Tread Options
AB Capstones
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AB Capstone
and Pavers

Pavers

Concrete

Stair Applications
Stairs can be designed with flowing curves or straight lines. Curved
sidewalls create a softer, natural look. Straight sidewalls and corners
offer a crisp, traditional style; however they require AB Corner blocks
and take more time to build.
Allan Block’s patented front lip provides a built-in edging that works well
when installing the stair tread material. Allan Block Capstones, pavers,
poured concrete, crushed rock, mulches and flagstone are good stair
tread examples. Ensure that stair treads are secured in place for safe use.
Additional stair designs and technical information explaining the construction process is available on our website at www.allanblock.com
or from your local Allan Block representative.
Remember to always check with the local codes before construction.

How Many Steps?
To find the number of steps needed, measure the
total rise of your slope in inches and divide by 8 in.
(200 mm) - the height of a step.
Rise - 48 in. (1220 mm)
48 in. ÷ 8 in. = 6 steps
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Design Details
All drawings are for information only and not for construction. See the approved plans for exact details or contact the
local engineer of record for written guidance.
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Typical Reinforced Wall Application

Typical Gravity Wall Application

Typical Water Application

Swales

Chimney Drain

Alternate Drain

Wind Bearing Fence or Railing, Option 1

Wind Bearing Fence or Railing, Option 2

Non-Wind Bearing Fence or Railing

Double Wall Parapet

Impact Barrier

Non Impact Rail
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Construction and Installation Checklist
To ensure that the basics of the retaining wall project are covered, use the following construction and inspection checklist. For
a thorough procedure use this list as a guide to prepare your project specific checklist and to review the most common points. It
may also be used during the bidding process to ensure that all
special provisions are complied with. Always check the local
building codes, document any changes to the plan in writing,
and notify the wall design engineer with any concerns on water
management.

Typical Reinforcement Cross Section

Review wall design plans for:
A. Compliance of site to latest site plan
• Does the site plan and wall layout coincide with current site conditions?
• Have all slopes above and below the walls been taken into account on the plans?

• Do the section drawings match the topography of the job-site?

B. Review of reported soil conditions with on-site soils engineer
• Are on-site soils consistent with soil parameters used in wall design?
• Does the site show indications of multiple types of soil, and has this been accounted for?

• Is there evidence of landfill areas on site?

C. Review of above-grade water management with project civil engineer
• Has surface runoff been accounted for in the site design?
• Will this site be irrigated?

• If storm drains become inoperable where will the water migrate to?

• During renovation of land will temporary drainage be an issue?
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D. Review of below grade water management with wall design engineer and general contractor
• How and where will drain pipe be installed?
• Is it possible to vent drain pipe to daylight?

• Is venting to a storm drainage system an option?

• Will outlets be located and protected from blockage or damage?

E. Surcharges
• Have all surcharges been accounted for?

• During construction are there any temporary surcharges that should be accounted for?

Review Construction Details And Procedures:

Check Off

A. Mark station points for top and bottom of wall elevation and change in wall direction.
B. Identify changes in grid lengths, location of grids, and types of grid to be used.
C. Determine and locate proper base size for each section of wall.
D. Verify that the correct type and color of block has been ordered and delivered to the job.
E. Verify that the foundation soil and retained soil conform to design requirements.
F. Verify that infill soil meets design standards.
G. Verify that compaction testing will be performed, who is responsible, at what
intervals of locations along the wall, and what coordination will be required.
H. Determine what method will be used to verify construction materials, methods, and sequence of
construction. (ie: written documentation of as built, full time inspector on site, photographic documentation.)

Additional Notes:
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Material Estimation Worksheet
Order Materials
Blocks: Ordering block is easy. Follow these steps:
Total LENGTH of wall(s)

Width of the block

divided by

(÷)

ft. (m)

Blocks per course

equals
(=)

ft. (m)

multiply (x)
Total HEIGHT of wall(s)*

HEIGHT of block

divided by

(÷)

ft. (m)

Courses in wall

equals
(=)

ft. (m)

equals (=)

Notes:
* Wall height needs to have the amount of buried block included. Buried block should be
a minimum of 6 in. (150 mm) or 1 in. (25 mm) for each 1 ft. (0.3 m) of wall height. See the
approved plans to find out what the final height including the buried block will be.
**Extra blocks will need to be included if walls have step ups and/or stairs. Ordering an
extra 5% is always recommended to account for any problems during construction.

Blocks needed**

• See your local Allan Block dealer for exact block dimensions, which need to be used when estimating blocks.

Base and Consolidation Zone: Allan Block recommends using the same material for the base, within the block cores
and behind the blocks. A well-graded (balanced mix of grain sizes) compactible aggregate, 0.25 in. to 1.5 in. (6 mm to 38
mm) diameter with less than 10% fines is needed. Check your local aggregate sources for availability.
These estimates use the minimum amount of material required to build a wall. See the approved plans for exact amounts.

A). Base: The minimum base for a geogrid reinforced retaining wall is:

2 ft. (0.6 m) wide x 0.5 ft (0.15 m) high.

Calculate:
2 ft. (0.6 m)

Width of base

x

0.5 ft (0.15 m)

Height of base

x

_

__ ft. (m)

Length of wall

=

_

Wall Rock

__ ft3 (m3)

Convert cubic feet (cubic meters) to tons by:
_

__ ft3 (kg/3)

x

Wall Rock

120 lbs/ft3 (1,923 kg/m3)

÷

2000 lbs/ton (907 kg/ton)

=

_

Unit weight of rock

__

WALL ROCK IN TONS

B). Block Cores and Consolidation Zone: This includes the material in the block cores plus a 12 in. (300 mm) layer
behind the blocks.

Calculate:
_

Wall height

__ ft. (m)

x

_

Wall length

__ ft. (m)

x

1.2 ft. (0.36 m)

=

_

Wall rock

__ ft3 (m3)

Convert cubic feet (cubic meters) to tons by:
_
Wall Rock

__ ft3 (m3)

x

120 lbs/ft3 (1,923 kg/m3)
Unit weight of rock

C). Add the totals from A & B together:
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÷

2000 lbs/ton (907 kg/ton)

=

_

__

WALL ROCK IN TONS

Total WALL ROCK

Define Terms
Base Material - A base pad of free draining granular material, compacted and leveled to receive the base course of AB units.
Reinforced Zones - Area located directly behind the block, separated into the consolidation zone and the compaction zone.
Consolidation Zones - The 3 ft. (0.9 m) area directly behind the
back of the block and extending toward the back of the
excavated area.
Compaction Zones - The area located behind the the consolidation
zone that runs to the end of the area being reinforced by any
geogrid reinforcement material
Geogrid - A manufactured high strength reinforcement grid material that comes in rolls of various sizes and strengths.
Infill Soils - The soil used to backfill behind the wall rock in the reinforced zone. These soils need to be identified and approved by
a qualified engineer before they can be used. A granular type
of material is best.
Drain Pipe - Used to direct incidental water that makes its way in
behind the reinforced mass, and vents it to daylight by creating
a channel for the water to flow out from.

Geogrid

Using the approved plan, contact your local geogrid supplier or Allan Block Representative for geogrid specifications and
assistance in ordering materials.

Drain Pipe

The length of the wall will usually determine the same amount of drain pipe needed. Check the approved plan for exact
specifications and locations of the drain pipe.

Infill Soils

Using the approved plan, subtract 2 ft (0.6 m) from the grid length required. This figure will determine the area for the infill
soils. (1 ft (0.3 m) for the block and 1 ft (0.3 m) for the wall rock behind the block)
_ _ ft. (m) x

Infill area

_ _ ft. (m) x

Height of wall

_

ft. (m) x 120 lbs/ft3 (1,923 kg/m3) ÷ 2000 lbs/ton (907 kg/ton) =

Length of wall

Unit weight of rock

_ kg/ton

Infill soil

AB Capstones
_

Wall length

__ ft. (m) x

_

__ ft. (m)

Width of capstone

=

_

__

AB Capstones needed

Adhesive for Capstones

Use one 29 ounce tube (820 gm) of adhesive for every 60 ft. (18 m) of wall length where capstones will be installed.
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The information and product applications illustrated in this manual have been carefully compiled by
the Allan Block Corporation, and to the best of our knowledge accurately represent Allan Block
product use. Final determination of the suitability of any information or material for the use
contemplated and its manner of use is the sole responsibility of the user. Structural design analysis
shall be performed by a qualified engineer.
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